. AGTA GEMOLOGICAL TESTING CENTER

IDENTIFICATION REPORT

Date: October 16, 2006 The item described below has been examined by at least two professional
Report No. 10008909 staff gemologists of the AGTA Gemological Testing Center. The results of
DUPLICATE the examination are presented here subject to the limitations printed on the

reverse of this report.

ltem Description: Loose stone

v Number of gems examined: 1

: x : Color: Orangish green
ra Transparency: . Transparent
| Weight(ct): 1.14

Dimensions (mm): 8.00 x 5.95 x 3.86
Shape: Cushion o <3 3
Cut: Fancy @S
Enhancement; None )
Group: NATURAL FELDSPAR
Species: NATURAL PLAGIOCLASE
Variety: NATURAL LABRADORITE
Comments:

The reverse of this page is an integral part of the report, it
contains important information that may help in the
interpretation of the information on this side.
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Tests Camied Out to Establish the Identity of the Felds par Described Herein
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The examination of all gemstenes involves procedures that may establish if a reatment has been applied. fiis a
policy of AGTA GTC that all deteciable ireatmenis shall be featured on the front of reports. However, it is
acknowledged thal some treatments commonly applied to gem materials are not currently detectable. Some of
e wrealments and the gemstones involved are listed below.

Stone type Method Stone fype Method

Heryl Heat, Irradiation Quarlz Heal, lvadialion
Calcite (marbla) Irradiation Spodumene Heat, liradialion
Chalcedony Heat, Dye Topaz Heal, lrradiation
Euclase Irradiation Tourmaling Heat, Irradiation
Fluorite Heat, liradialion Zircon Heal

Jadeite=" Dye (purple) Zoisile Heat

TERMS AND LIMITATICNS

Tz AGTA Gemological Testing Cenler (AGTA GTC) often provides iis gem reporis at a relalively small fes compared 1o the present andior sotential

value of the articles described on them only because thsse reporls are subject to (he following limitations on the lability of AGTA Gernciogice! Testing
Cenler. All of the limitalions apply to the ciient for wham tha repart is prepared and to all other psrsons 1o whom the repord may be distribuled, shown
or fransferred.

{a) The client agrees fo be responsible for, and to hold AGTA GTC, iis employees and agents harmless from any and alt injury, foss. damage,
of destruction of siticles entrusted for examinaiion wiile In ihe possession of AGTA GTC, resulting from any cause whalsosver nct caused by ihe
proven negligenca of AGTA GTC or ifs employass

53] AGTA GTC 2nd iis employses and agents shall not be liable for any loss, damage. or axpenss for any emor in, of omission from, any
report, or for ils Issuance or use, even if caused by, or resulling from the proven nagligence or cther faull (except provan fraud. willful misconduct or
Gross negligence) of AGTA GTC or any of its enployees and agenls.

fc} AGTA GTC and iis employsss and agents shall nol be fiable for special or conseguentizi damages for any error in. of omission from, any
repoit. o for its issuance or use, even if advised of the possibiity of such damages.

{y Reporis issued are not guaranis valuations or eppraisals, and AGTA GTC makes no representation or warrenly regsrding the reporis
issuzd or the arbicles described in them  Each report contains a descripion of the adicle issted based upon tests and techmgues used by AGTA GTC
al the time of examination.

(&} The reports, Trademarks, or Ssrvice Marks of AGTA GTC may nol be repreduced in whole, or in part, without the prior written aulnorization
of AGTA GTC.




